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ABSTRACT: Recent theoretical studies indicate that applying high pressure (up to tens
of gigapascals) to simple compounds with triple bonds can convert the triple bonds to
conjugated double bonds, which results in these compounds becoming electrically
conductive or even superconductive. This might indicate a new route for the synthesis of
inorganic/organic conductors of various compositions and properties and could greatly
expand the ﬁeld of conductive polymers. Here, we present a study of the phase behavior
and electrical properties of K3Fe(CN)6 up to ∼15 GPa using Raman spectroscopy,
synchrotron X-ray diﬀraction, and impedance spectroscopy at room temperature. In this
pressure range, two new crystalline phases were identiﬁed, and their unit cells and space
groups were determined. The cyanide ions react to form conjugated CN bonds in two
steps, and the electronic conductivity is enhanced by 3 orders of magnitude, from 10−7 to
10−4 S·cm−1. Because this material is also an ionic conductor, these studies might “shed
light” on the development of new cathode materials for alkali metal batteries. Enhancing
the electrical conductivity by applying high pressure to compounds containing triple bonds could provide a potential route for
synthesizing multifunctional conductive materials.

■

INTRODUCTION
Pressure-induced polymerization has recently become an
interesting topic in chemistry, particularly with the development of modern ultrahigh-pressure devices. Applying pressure
provides a route to overcome the barrier of repulsion between
monomers, including both neutral and charged monomers.
Furthermore, many traditional addition polymerization reactions can be induced by applying pressure,1−4 and some
unsaturated ionic monomers that do not polymerize at ambient
pressure can be forced to polymerize under high pressure, for
example, CN− and probably CC2−.5−9 NaCN, a simple
alkali metal cyanide, polymerizes irreversibly into an
amorphous phase containing CN double bonds above 25
GPa.6 The Prussian blue compound Fe[Co(CN)6] amorphizes
above 10 GPa, and the sample recovered at 17.4 GPa shows a
feature in its Raman spectrum similar to that of an amorphous
CNx ﬁlm.9 BaC2 undergoes a similar irreversible phase
transition above 30 GPa, as indicated by the disappearance of
a CC stretching peak in its Raman spectrum.8 Theoretical
studies of the polymerization of acetylide, cyanide, and neutral
molecules with cyano groups predicting many polymerized
phases have been reported.10−13 Some of the polymerized
© 2013 American Chemical Society

phases have structures with conjugated double bonds and are
expected to be conductors or superconductors, which has
attracted more attention.10,12 In general, atoms tend to bond to
more neighbors under high pressure such that all kinds of the
unsaturated groups can become connected.
K3Fe(CN)6 is an important and well-studied compound in
coordination chemistry and electrochemistry. Fe(CN)63− is a
typical complex anion with strong ﬁeld legends and π-back
bonding, and the Fe(CN)63−/Fe(CN)64− redox pair is often
used as a reference in electrochemistry. In the 1960s and 1970s,
several Mössbauer experiments indicated that Fe(III) in
crystallized K3Fe(CN)6 could be reduced to Fe(II) under
high pressure, and subsequent research reported that the
reduction was not caused by the application of hydrostatic
pressure itself but rather by the shear deformation of the
sample.14−17 Transport measurements showed that the
electrical resistance of K3Fe(CN)6 has a minimum value at
∼4 GPa.16 Recently, Raman spectroscopic studies have
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Figure 1. (a−c) Selected XRD patterns of K3Fe(CN)6 under high pressure. The intensities of each pattern are normalized to its maximum in the
range of plot. Colors from red to violet represent intensities from high to low. The measured data are marked by gray lines, and the spaces between
them are ﬁlled by the calculated color map. (d) Indices of selected isolated peaks. The yellow, green, and blue straight lines are guide for the eye. The
peaks of O1−O3 are marked by yellow arrows, green stars, and blue squares, respectively, in the 2θ range of 8−9° and the pressure range of twophase coexistence.

(APS), Argonne National Laboratory. Raman spectra were
measured up to ∼15 GPa using a laboratory-made spectrometer
equipped with a Nd:YAG laser (operating at 532 nm) in a
backscattering geometry. The ADXRD data were collected up
to ∼15 GPa at beamline 16-ID-D of APS. The monochromated
incident X-ray wavelength was 0.40663 Å. The preliminary data
reduction was performed using the Fit2D program.22 In situ
impedance spectroscopy was performed on an ac impedance
spectroscopy system based on Zahner analyzer IM6 at the
Center for Nanophase Materials Sciences, Oak Ridge National
Laboratory. A symmetric DAC ﬁtted with diamonds with dculet
= 500 μm was used in a four-probe (van der Pauw) setting, and
ac voltage (50 mv) was applied in the frequency range between
0.1 Hz and 1 MHz. A steel-supported BN gasket and Pt foil
electrodes were used for this measurement. The gasket was
preindented to ∼40-μm thickness, and a hole with a diameter
of ∼200 μm was drilled in the indentation center. No pressure
medium was used in the impedance measurements. Ruby
ﬂuorescence was used for pressure calibration in the experiments.23

followed the change in the lattice mode frequencies with
pressure and provided indirect indications of a phase transition
at ∼2.5 GPa.18 This research reveals the complicated
interactions within K3Fe(CN)6 with applied pressure. In this
work, we studied the changes in the structural and electrical
properties of K3Fe(CN)6 up to ∼15 GPa using Raman
spectroscopy, synchrotron angular-dispersive X-ray diﬀraction
(ADXRD), and impedance spectroscopy. The evolution of the
structure and electrical conductivity and their relation to one
another are discussed. Additionally, a new route to prepare
inorganic/organic multifunctional conductors is proposed.

■

EXPERIMENTAL METHODS
For the in situ Raman and synchrotron ADXRD measurements,
a ﬁne powder of K3Fe(CN)6 (orthorhombic phase,19 SigmaAldrich, particle size < 10 μm) was gently ground in an agate
mortar for less than 5 min before being loaded into a
symmetric-style diamond anvil cell (DAC)20 ﬁtted with
diamonds polished to a culet diameter of dculet = 400 μm.
T301 stainless steel gaskets were preindented to a thickness of
∼30 μm and holes, with d = 200 μm were drilled in the center
of the indentation to serve as the sample chamber. Neon was
loaded as the pressure medium using the GSECARS’ gas
loading system21 at sector 13 of the Advanced Photon Source

■

RESULT AND DISCUSSION
XRD data were collected with increasing pressure and show a
clear progression of phase transitions; see Figure 1. At pressures
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below 2.5 GPa, K3Fe(CN)6 retains its orthorhombic structure
with the space group Pnca (hereafter referred to as phase
O1).19 At 2.9 GPa, a new reﬂection at 2θ ≈ 4.5° appears next to
the 020 reﬂection (see Figure 1d). This peak moves to low
angle with increasing pressure. Simultaneously, the intensity of
the 020 reﬂection of the O1 phase is weakened, which is
represented by the plotted color changing from green to blue in
Figure 1a. The other two peaks, splitting from the 230 and 132
reﬂections of the O1 phase, at 2θ values of ∼7.8° and ∼9.1°,
respectively, also move to lower angle with increasing pressure,
shown as the branches of the main peaks (red) in Figure 1c and
marked by red lines in Figure 1d. All of these changes indicate
the onset of a phase transition. The new phase is hereafter
referred to as O2. The superposition of diﬀraction spectra
(indicating the coexistence of the two phases) becomes more
obvious in the 2θ range of 8.0−8.5° at pressures above 3.70
GPa, as marked by yellow arrows and green stars, respectively
(Figure 1d). Figure 1a−c illustrates a discontinuity in the
pressure dependence of the peak position, which can be
observed clearly between 2.5 and 4.0 GPa. This is a good
indication that the phase transition starts at ∼2.5 GPa and is
completed at ∼4 GPa; see the white bars in the ﬁgure. The data
in Figure 1d illustrate the XRD reﬂections of phase O2 and
those of another new phase in the 2θ range between 8.5° and
9° at 7.35 GPa, as indicated by the green stars and blue squares,
respectively. This suggests yet another phase transition from
phase O2 to a new phase (hereafter referred to as O3). Above
∼12 GPa, the intensities of the Bragg reﬂections decrease
signiﬁcantly, and severe peak broadening is observed, indicating
the onset of amorphization (Figure S1, Supporting Information).
The reﬂections from both the O2 and O3 phases can be
indexed with an orthorhombic unit cell by a trial-and-error
method using the PowderX software.24 The lattice parameters
of phase O2 at 5.6 GPa are a = 10.9871(9) Å, b = 10.7470(9)
Å, and c = 8.0964(5) Å, and those for phase O3 at 9.5 GPa are
a = 10.083(2) Å, b = 10.851(2) Å, and c = 7.9914(6) Å.
Although these values are similar to those of O1 phase, a
reﬁnement process starting with the unit cell of O1 does not
converge to the unit cells determined using the PowderX
software. With the clear exception of the new peak at 2θ =
6.86°, all of the reﬂections from the O2 phase can be indexed
using the Pnca space group of the O1 phase. However,
removing the a-glide plane of the Pnca space group allows the
new reﬂection to be indexed with 130 Miller indices (see Figure
1d). It should be noted that removal of the a-glide plane from
the Pnca space group results in the Pnc2 subgroup. Using the
Pnc2 space group allowed all reﬂections to be well ﬁtted by the
Pawley or LeBail method. (Note that the Pnc2 space group also
has the highest symmetry.) In phase O3, the weak reﬂections
are diﬃcult to diﬀerentiate, and as a result, the space groups
Pnc2 or Pnca cannot be distinguished; therefore, following the
O2 phase, the Pnc2 space group was selected. The pressure
dependence of the ﬁtted lattice parameters is shown in Figure
2, and as expected, discontinuities are found between phases.
The unit cell of the O3 phase is selected with the a axis smaller
than the b axis, so that the positions of the symmetry elements
of the O2 phase are retained and the Miller indices of the
reﬂections remain unchanged. Such a similarity of the lattice
parameters and space groups between these three phases
suggests that the phase transition might not be a complete
structural reconstruction and that the atoms probably do not
move too far after the phase transition.

Figure 2. Lattice parameters of K3Fe(CN)6 under high pressure. The
lattice parameters between O1 and O2 were reﬁned with space group
Pnca arbitrarily. Uncertainties provided by the ﬁtting program are
smaller than the label sizes.

In general, a phase transition from one space group to one of
its subgroups can be caused by a lattice distortion and/or a
rotation of polyhedra.25 The Prussian blue compound is a
typical example in the cyanide family. The Fe(CN)6 3−
octahedron in RbMn[Fe(CN)6] rotates under applied pressure
and results in the space group transforming from F4̅3m to I4̅m2
at ∼0.3 GPa and subsequently to P4̅n2 at ∼2.0 GPa.26,27
Another cyanide compound, NaCN, undergoes a sequence of
space group transformations from Fm3m
̅ to Immm, Pmmn, Cm,
and P4 mm with increasing pressure.6 Most of these transitions
are caused by the ordering of CN and/or distortion of the
structure between a space group and its subgroup. In
K3Fe(CN)6, the Fe(CN)63− octahedron can distort and rotate
as found in the Prussian blue compound under high
pressure,9,27,28 and relative displacement can happen between
K and N as in NaCN. Because the CN−K bond is a
nondirectional ionic bond, it can be thought of as somewhat
“slippery”, whereas the FeCN bond is a coordinate bond, so
that the FeCN connection might twist, but it is not likely
to break.
The compressibility of K3Fe(CN)6 is highly anisotropic, as
shown in Figure 2. In all three phases studied here, the a axis
always exhibits the highest compressibility, the c axis shows the
lowest, and the b axis increases after the phase transition. This
is probably related to the layered structure of the material. A
structural model of K3Fe(CN)6 under ambient pressure19 is
shown in Figure 3. The regular octahedral geometry of the
Fe(CN)63− group can be treated as a basic building block.
Layers are formed by alternate packing of Fe(CN)63− units and
K2 in a rectangular planar lattice. This structure can be viewed
as a chain of edge-shared Fe(CN)63− and KN6 polyhedra along
the c axis, with neighboring chains connected in the b direction
by sharing the corners of the octahedra. K1 is located between
the layers, bonding to two N atoms in one layer and four N
atoms in the other layer. The packing inside the layer is more
compact than that between the layers. Interlayer spaces can be
found between K1, and the minimum distance between two N
atoms from neighboring layers is ∼3.8 Å at ambient pressure,
which is greater than the sum of the van der Waals radii (1.55 Å
× 2 = 3.10 Å).29 Such space is probably why the a axis is more
compressible. Additionally, in the phase transition from O1 to
O2, the a axis is signiﬁcantly compressed, whereas the b axis is
elongated. This could be caused by some bonds along the a axis
before the transition rotating more along the b axis after the
24176
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Figure 3. Structure model of the orthorhombic K3Fe(CN)6 phase
(O1) at ambient pressure. Fe(CN)63− and K2N6 are represented by
brown and violet octahedra, respectively. The K1N bond is
represented by dashed lines between the layers. C atoms are not
shown for clarity.

transition; as examples, the CN bonds and KN bonds are
noted. A similar report about Prussian blue compounds can be
found in the literature.26,27
These phase transitions can also be observed in the Raman
spectra. In the range of Δν < 500 cm−1, a new peak is observed
at Δν ≈ 300 cm−1 when the sample is compressed to ∼2.5 GPa,
as shown in Figure S2 (Supporting Information). Observation
of the new peak at this pressure is consistent with a recent
Raman study in which the starting material was believed to be
the monoclinic phase19 and the phase transition was attributed
to the transition from monoclinic to orthorhombic phase.18 In
the current work, the XRD results identify the starting material
as the orthorhombic phase, O1, and the phase transition at 2.5
GPa as being from the O1 phase to another orthorhombic
phase, O2. The Raman data also show additional spectral
changes at ∼4 and ∼8 GPa. The intensities of the CN
stretching modes (Δν = 2129.7, 2132.3, and 2139.0 cm−1 at
1.21 GPa) decrease signiﬁcantly by ∼4 GPa, indicating a likely
reaction between some of the cyanide ions. The residual
intensity disappears completely by ∼8 GPa, which indicates the
completion of the reaction between the remaining cyanide ions
(Figure 4a). These variations correspond to the phase
transitions from O1 to O2 and from O2 to O3, respectively.
The Raman spectra of phases O2 and O3 show new bands
centered at Δν ≈ 1450 cm−1 and Δν ≈ 1560 cm−1 (Figure 4b).
The latter can be recognized as the stretching mode of CN
or the G band similar to that found in the polymerized NaCN.6
The wide band centered at Δν ≈ 1450 cm−1 correlates well
with the D band that is induced by the disorder. Another weak
band at Δν ≈ 1020 cm−1 likely corresponds to the stretching of
a CN or CC bond; however, as pointed out in the
literature, these two modes have similar Raman shifts, so the
peak cannot be assigned deﬁnitively.30 The disappearance of
CN and the appearance of CN and likely CN (or C
C) strongly suggest that the reaction serves to connect the
cyanide ions, CN−, together to form a polymer or at least

Figure 4. (a) Dynamic changes in the Raman spectrum of CN−
undergoing a high-pressure transition. The measured data are marked
by solid lines, and the spaces between them are ﬁlled by the calculated
color map. (b) Double bonds stretching in K3Fe(CN)6 under high
pressure. All patterns were collected with the same laser power and
collection time.

polymer fragments. To some degree, the structural transitions
discussed above can be supported by this polymerization. The
CN− ions react with each other, which will certainly distort the
Fe(CN)63− octahedron and, as such, drive the phase transition.
Similar results have also been found in the pressure-induced
polymerization of NaCN and FeCo(CN)6.6,9 The reaction of
CN and the amorphization of NaCN [and FeCo(CN)6] were
observed at almost the same pressure, and thus, it was easy to
conclude that the two are closely related and that either the
polymerization of CN destroys the lattice and results in the
amorphization of the materials or the amorphization activates
the monomers and results in the polymerization. However, it is
interesting that the phase transitions of K3Fe(CN)6 studied in
this work indicate that the reaction between cyanide groups
might not necessarily result in amorphization. This provides the
future opportunity of characterizing the process of polymerization and studying the mechanism of the reaction between
the neighboring CN groups with crystallographic methods.
Electronic and ionic conductivities can be distinguished from
each other in the impedance spectrum. In a mixed electronic/
ionic conductor, when blocking electrodes are used, the
impedance is mostly attributed to electronic resistance (Re) at
the low-frequency limit and the parallel connection of Re and
ionic resistance (Ri) at the high-frequency limit.31,32 A typical
Nyquist plot of K3Fe(CN)6 at high pressure is shown in Figure
5a (with more examples given in Figure S3, Supporting
24177
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type of crystalline phase, the grain size/grain boundary, and the
apparatus used.
The apparent permittivity of K3Fe(CN)6 corresponding to
the observed semicircle is ∼10−7 F·cm−1 (Figure 5b). This is far
greater than typical values for the bulk material (10−12 F·cm−1)
or even ferroelectric phases (10−9 F·cm−1). It can be attributed
only to double layer capacitance.33 The capacitance per unit
area of the electrode is approximately 10−5 F·cm−2, within the
range of double layer capacitance.34 The double layer
capacitance was represented by a constant-phase element
(CPE) in the equivalent circuit (Figure 5a, inset). This arises
because the conducting ions are blocked by the metal
electrodes (Pt) and charge only the double layer at the
electrodes. It also shows an abrupt increase at ∼4−5 GPa,
corresponding to the phase transition from O1 to O2. A
plausible mechanism is that more K+ ions contribute to the
capacitance in phase O2 (and O3) than in phase O1.
The mixed conductivity of K3Fe(CN)6 and the application of
the Fe(CN)63−/Fe(CN)64− redox pair in electrochemistry
suggest that K3Fe(CN)6 processed under high pressure could
potentially be used as a cathode material. Prussian blue
compounds such as KFe2(CN)6 and K0.1Cu[Fe(CN)6]0.7·
3.8H2O, which have compositions and structures similar to
those of K3Fe(CN)6, have been studied as the cathode
materials for alkali metal batteries.35,36 Processing K3Fe(CN)6
with pressure to enhance its conductivity might also have such
an application. Additionally, the connection of CN− and the
resulting enhancement in conductivity indicate that this process
can potentially be used to synthesize C-based conductive
materials with multifunctional properties. Other functional
components, aside from triple bonds, could be contained in the
starting materials, similarly to the way in which K and Fe are in
this work, which could introduce exotic physical properties
coupled with the electronic conductivity.

Figure 5. (a) Real and imaginary impedance of K3Fe(CN)6 (at ∼6
GPa) represented in a Nyquist plot. The solid line is the ﬁtting curve,
and the equivalent circuit is shown as well. (b) Electronic conductivity
and permittivity of K3Fe(CN)6 under high pressure.

Information). In the plot, RiRe/(Ri + Re) ≈ 0, indicating that Ri
is much smaller than Re. Because the Z′ axis uses a linear scale,
RiRe/(Ri + Re) cannot be measured accurately. In this work, we
mainly focus on the electronic conductivity.
Within the van der Pauw conﬁguration, the resistivity and
permittivity of the corresponding arc in the Nyquist plot can be
calculated (details are provided in the Supporting Information).
At 4−5 GPa, the electronic conductivity exhibits a sharp
increase and then remains almost constant until ∼7 GPa
(Figure 5b). A plausible mechanism for the observed
enhancement is the connection between cyanide ions, as
shown by the Raman spectrum. Electrons can become more
delocalized on the C, N, and probably Fe atoms, which
enhances the electronic conductivity greatly, just as observed in
conductive polymers. An additional possibility is electron
transfer between connected CN groups and Fe, which actually
dopes the connected CN groups and has been reported
previously.14−16 The decrease of the conductivity at 7−8 GPa
can be attributed to the phase transition from phase O2 to
phase O3. Samples synthesized at 9 and 20 GPa and recovered
to ambient pressure are black, whereas those obtained at 4 and
6 GPa remain yellow. Such a change in optical absorption
indicates a signiﬁcant variation of the band structure and
coordination of Fe3+. Further explanation depends on the
details of the crystal structure, which is the subject of ongoing
research. In ref 16, a similar measurement of the resistance of
K3Fe(CN)6 was reported. In that case, the resistance was
measured directly in a two-electrode conﬁguration. The result is
qualitatively the same as that obtained in this work. The
diﬀerence might be due to the staring materials, including the

■

CONCLUSIONS
This is the ﬁrst systematic study of the crystal structure and
electrical properties of K3Fe(CN)6 under high pressure. Two
crystalline phases were found to be stabilized under high
pressure and identiﬁed as O2 and O3, and their lattice
parameters and space groups were determined by synchrotron
XRD. O3 was observed to amorphize above 12 GPa. Evidence
from Raman spectra show that the cyanide ions in K3Fe(CN)6
react with each other at pressures above 4 GPa and generate
connected CN bonds. The connection of cyanide groups
enhances the electronic conductivity by ∼3 orders of
magnitude, to ∼10−4 S·cm−1, which is higher than that of
undoped polyacetylene.37 Additionally, the pressure-induced
polymerization of K3Fe(CN)6 involves a transition-metal
element and results in good ionic conductivity. If the pressure
of synthesis can be decreased, the resulting product could be a
potential cathode material for alkali metal batteries, similarly to
the Prussian blue materials.35,36 In the view of synthetic
chemistry, the story of K3Fe(CN)6 also suggests that the
application of pressure can provide a new method for
synthesizing conductors with multiple functionalities. For
example, starting with a precursor with triple bonds and any
other functional components, compression of the triple bonds
to form conjugated double bonds can make the material
conductive, thus combining this conductivity with the preexisting properties.
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